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Camira
Hopton Mills
Mirfield
West Yorkshire
WF14 8HE

Contact: Julia Lawson

DATE RECEIVED : 17 JAN 2014
FABRIC SUPPLIER : CAMIRA
QUALITY/REFERENCE : ADVANTAGE
REPUTED FIBRE CONTENT : 60% POLYPROPYLENE, 30% WOOL, 10%

: VISCOSE
FABRIC DESCRIPTION : WOVEN
COLOUR/DESIGN : BLACK
END USE : SEATING
ORDER NUMBER : 47141

PERFORMANCE STANDARD : CAMIRA FABRICS

REQUEST: Martindale abrasion

S. WISEMAN M. GRAINGER
LABORATORY DIRECTOR SENIOR TECHNOLOGIST

This report may not be reproduced except in full without the written approval of HSTTS. In all circumstances results of tests are implied
as referring only to the sample supplied and should not be construed or interpreted on any other basis.  The comments given in the
report are for guidance only and are not a part of the results. Opinions and interpretations expressed herein are outside the scope of
UKAS accreditation.
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PHYSICAL

BS EN ISO 12947:1998 ABRASION - END POINT  

Load 12 kPa, 3 Thread Breakdown

Head 1 90,000+

Head 2 90,000+

Head 3 90,000+

Head 4 90,000 +

When assessed against the criteria specified in BS EN 14465:2003 the abrasion results indicate that

the fabric tested is suitable for any end use.
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